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SHENZHEN SUNNY GLASSWARE CO., LTD 
RM501-503, BUXIN BUSINESS BUILDING, YIXIN RD, LOWU DISTRICT, SHENZHEN, CHINA 
 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 

Sample Description : KS MUG 

Style / Item No. : SGZB438 

P.O. / Ref. No. : ORDER 

Buyer : OPREMA-ALMATY 

Country of Destination : KAZAKHSTAN 

Test Performed : Selected test(s) as requested by applicant 

Sample Receiving Date : Aug 12, 2013 

Test Performing Date : Aug 12, 2013 to Aug 14, 2013 

Test Result(s) : For further details, please refer to the following page(s) 

 
 
 
 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 

 
_________________________ 
Jason Cheung 
Approved Signatory  
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Dishwasher Safety Test 
Test Method : As per the client’s requirement 

Number of Test Sample : 4PCS 

Controlled Sample : 1PC 
Test Procedure : 1)    Visually inspect the samples and record any cosmetic defects ; 

2)    Put the samples in the dishwasher; 

3)    Fill the dishwasher soap holder with the powder detergent, close 

and lock the dishwasher as recommended in the operating 

instructions; 

4)    Run the dishwasher for five (5) cycles with 140°F (60°C) water at  

“normal setting” for housewares. Each cycle includes soaking, 

washing and drying; 

5)    Remove and visually examine each sample. 

Test Requirement 

 

: 

 

Pass means no cracking, chipping, crazing, breaking, discoloration, 

deformation, disluster or warping was found on the tested sample. 

Test Result : PASS 

 
 

PHOTO APPENDIX 
Samples as received 

 

 

 

 
 
 

***End of Report*** 
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